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Abstract

A Study of the Head Disk Interface in Heat Assisted Magnetic Recording - Energy and
Mass Transfer in Nanoscale

by
Haoyu Wu
Doctor of Philosophy in Engineering - Mechanical Engineering
University of California, Berkeley

Professor David B. Bogy, Chair

The hard disk drive (HDD) is still the dominant technology in digital data storage due to
its cost e ciency and long term reliability compared with other forms of data storage devices.
The HDDs are widely used in personal computing, gaming devices, cloud services, data
centers, surveillance, etc. Because the superparamagnetic limit of perpendicular magnetic
recording (PMR) has been reached at the data density of about 1 Fm?, heat assisted
magnetic recording (HAMR) is being pursued and is expected to help increase the areal
density to over 10 Tb=in? in HDDs in order to ful ll the future worldwide data storage
demands.

In HAMR, the magnetic media is heated locally ( 50nm 50 nm) and momentarily (
10ns) to its Curie temperature ( 750K) by a laser beam. The laser beam is generated by
a laser diode (LD) and focused by a near eld transducer (NFT). But the energy and mass
transfer at high temperature from the laser heating can cause potential reliability issues.
The design temperature of the NFT is much lower than the media's Curie temperature.
However, the distance between the NFT and the media is less than 10nm. As a result, the
heat can ow back from the media to the NFT, which is called the back-heating e ect. This
can cause undesired additional temperature increase on the NFT, shortening its lifetime.
Additionally, depletion, evaporation and degradation can happen on the lubricant and the
carbon overcoat (COC) layer of the media. The material can transfer from the media to the
head at high temperature and cause solid contamination on the head, adversely a ecting its
reliability.

Since the laser heating in HAMR happens at nanoscale spatially and temporally, it is
di cult to measure experimentally. In this dissertation, a comprehensive experimental stage,
called the Computer Mechanics Laboratory (CML)-HAMR stage, was built to study di erent
aspects of HAMR systems, including the heat and mass transfer in the head-disk interface
during laser heating. The CML-HAMR stage includes an optical module, a spinstand module
and a signal generation/acquisition module. And it can emulate the HAMR scenario.



The head's temperature was measured during the laser heating using the stage and heads
with an embedded contact sensor (ECS). It was estimated, based on a linear extrapolation,
that the ECS temperature rise is 139K, 132K, 127K and 122 K when the disk is heated to
the Curie temperature ( 750K) and the head-disk clearance is Onm, 1 nm, 2nm and 3 nm,
respectively. The heating e ect of the ECS was also studied and a related heat transfer
experiment was performed. The normalized ECS self heating temperature rise, an indicator
of the heat transfer in the head-disk interface (HDI), was measured. It was concluded that
the heat transfer coe cient across the HDI strongly depends on the width of the gap size,
especially when the gap size is smaller than 1 nm.

The head disk interaction during the laser heating was studied using a waveguide head,
i.e., a HAMR head without the NFT. It showed that the laser heating can cause head surface
protrusion. This lowers the y-height (FH) and results in early touchdown (TD). It was
shown that the ratio of touchdown power (TDP) change to the laser current is:3 mW=mA.
The dynamics of the head also changes during the laser heating. It was found that the
magnitude of the 1st-pitch-mode vibration on the head increases over time both in short term
and long term. The accumulation of material transferred to the head was also investigated.
It was found that the solid contamination caused by the laser heating forms in the center
of the waveguide. The round-shaped contamination formed on the head surface after laser
heating.

Finally the disk lubricant re ow after laser heating was studied. In the experiment, a
beam of free space laser shines on the rotating disk at di erent laser powers, disk rotating
speeds and repetitions. Then the disk was examined by an optical surface analyzer (OSA).
It was found that 80% of the displaced lubricant recovers within 20 minutes. A simulation
was also performed. The experiments and the simulation are in good agreement.
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Chapter 1

Introduction

Data is essential to our life. It is generated and stored everyday whenever a photo or a video
clip is uploaded to the server or the data center. In fact, it is predicted by the International
Data Corporation that the worldwide data amount will be 163ZB (1ZB=1 10'2GB) in the

year of 2025 [1]. There are several types of devices used for digital data storage: magnetic
tapes, hard disk drives (HDDs), solid state drives (SSDs), optical disks, etc. Among these
devices, the HDDs play the most prominent role mainly due to their reliability and low cost.
As of June 2018, the ratio of the per-GB-price of SSD to HDD is still 10 : 1. Itis reported

that 400 million HDDs were shipped in 2017 [2].

In order to fulll the worldwide data storage demands, a new technology called heat
assisted magnetic recording (HAMR) has been proposed by the HDD industry [3, 4, 5, 6].
In HAMR technology, the recording disk is heated by a laser based heating system such that
the writing process is easier. This may help further increasing the capacity of the HDD and
lowering the cost. However, a high temperature zone is created in a hanoscale which causes
strong energy and mass transfer. This causes reliability issues in HAMR. In this dissertation,
experiments were performed to study the energy and mass transfer in the nanoscale.

This chapter serves as an introduction to the dissertation. In Section 1.1, the basics of
the HDD and the limitation of the existing technology are discussed. The HAMR technology
is introduced in Section 1.2. The issues related to the technology are also addressed. The
objective and the organization of this dissertation are presented in Section 1.3.

1.1 Hard Disk Drives
Working Principles

An internal view of an HDD is shown in Fig. 1.1. As seen in the gure, a HDD consists of

a spindle, recording disks on the spindle, an actuator arm, suspensions and recording heads
attached to the end of the suspensions, a voice coil motor (VCM) and a central controller
(circuit board). The spindle can rotate the recording disks at a designed speed. The recording
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Figure 1.1: The internal view of a hard disk drive.

disks are used to store the data. They are also called magnetic disks, the media or simply the
disks. The recording heads read/write the date from/to the disks. They are xed at the end
of the suspension. The VCM can move the actuator arm and the heads to a programmed
position. The central controller is the brain of the HDD. It can send commands to the VCM,
the spindle and the head. It also processes the read-back signal from the system.

The data is stored at di erent radial positions on the disk. During its operation, the
computer instructs the HDD which le to read/write. The central controller determines the
radial position on the disk where the data is stored and instructs the VCM to move the arm
with the heads to that position. The head reads/writes the data from/to the rotating disk
and sends the raw signal/feedback to the central controller. The controller then processes
the signal and sends the data back to the computer. The date reading/writing process is
shown in Fig. 1.2.
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Figure 1.2: The process of a computer accessing/modifying the le stored on the HDD.

The HDD stores the data using magnetism. Fig. 1.3 shows the general structure of a disk.
It is noted that some layers such as the soft magnetic underlayer [7] or the heat sink layer
[8] have been omitted here for simplicity. As seen in the gure, there is a magnetic layer on
top of the substrate. The data is represented by the magnetization of the magnetic material
in this layer. For example, in modern HDDs, the magnetization aligns perpendicular to the
disk surface (up and down) to represent 1 and 0 in digital recording, and this technology is
called perpendicular magnetic recording (PMR). It is noted that the magnetization is not
uniform across the entire disk, i.e., it is di erent at di erent locations. A number of magnetic
grains cluster and form one magnetic bit. In this way, a large amount of data can be stored
in a single drive. The formation of the magnetic bits is depicted in Fig. 1.3. On top of the
magnetic layer, there is a carbon overcoat (COC) layer and a lubricant layer for performance
and wear protection purposes.

The data on the disk is accessed/modi ed by the recording head. A photo of the head is
shown in Fig. 1.4. The head is part of the head gimbal assembly (HGA) in the HDD. The
HGAs consists of a metal suspension, a exible cable and a black block called the slider. The
suspension is attached to the actuation arm so the head is suspended relative to the arm.
The exible cable is used to connect the electric signal out of the head. The slider is a small
block attached near the end of the suspension. The current production slider design has the
\femto" form factor, with the dimensions of 085mm 0:70mm 0:23mm [9]. The back
surface of the slider is attached to the suspension by a gimbal that permits pitch, roll and
yaw rotational motions of the slider. The front surface, called the air bearing surface (ABS),
faces the disk. A photo of the slider on the ABS side is shown in Fig. 1.5. It can be seen
that the ABS has a complex designed pro le. During HDD operation, the slider is brought
close to the rotating disk. The disk's moving direction relative to the slider is approximately
along the long edge of the slider depending on its radial position. The edge that faces the
approaching disk is called the leading edge (LE) of the slider. The opposite edge is called
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Figure 1.3: A layer pro le of a disk. The arrows in the magnetic layer show the direction of
the magnetization.

the trailing edge (TE). The leading edge, the trailing edge and the disk moving direction
relative to the slider are labeled in Fig. 1.5. As the slider is brought close enough to the
rotating disk, it \ ies" on an air bearing above the disk with a certain pitch angle. This is
because the surrounding air dragged by the disk is brought into the gap between the ABS
and the disk surface. With the help of the ABS design, the air is compressed in the gap and
forms a strong pressure that pushes the slider away from the disk. The air bearing pressure
and the spring force of the suspension are balanced such that the slider maintains a certain
distance away from the disk. The space between the ABS and the disk surface is called the
head-disk interface (HDI). The minimum distance between the ABS and the top surface of
the disk is called the y-height (FH). Nowadays the FH is less than 10 nm [10]. A schematic
of the slider ying on the disk is shown in Fig. 1.6.

In the center of the TE of the ABS, there are two electrical components, called the reader
and the writer. The reader is a magnetic eld sensor which can sense the reversal of mag-
netization of the magnetic material on the disk. In current HDD design, the magnetization
sensing is based on the tunnel magnetoresistance (TMR) e ect [11, 12]. On the other hand,
the writer generates an inductive gap magnetic eld based on Ampere's law. The generated
magnetic eld orients the magnetic material on the disk, causing its magnetization to align
with the head's writing magnetic eld. In this way, the writer erases any prior data stored
at this location and writes the new data. The locations of the reader and the writer are
annotated in Fig. 1.5. Their positions relative to the disk are depicted in Fig. 1.6. A
schematic of the HDD operation is depicted in Fig. 1.7.

The term areal density is used in the HDD industry as a measure of the capacity of a
HDD. The areal density is de ned as the number of bits of data stored on a unit area of the
disk. With higher areal density, more data can be stored in one drive with the same form
factor. What is more, since the disk rotating speed is constant at 5400 RPM or 7200 RPM,
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Figure 1.4: ABS view of the HGA.
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Figure 1.5: A view of the ABS in the microscope.

higher areal density means the head can pass through more bits during the same time,

improving the read/write speed. Therefore, increasing the areal density has been one of

the main goals of the HDD industry. A typical drive sold in 2017 has an areal density of
1 Tb=in? [13].

The term head-media spacing (HMS) is used to describe the distance between the head
and the disk, similar to the y height. However, there is an important distinction between
the HMS and the FH [14]. As shown in Fig. 1.8, the HMS is the distance between the head's
reader/writer and the magnetic layer of the disk. Since there is a COC layer, a lubricant
layer and surface roughness on the disk and an overcoat layer on the head, the relation
between the HMS and the FH is:

HMS = dhead overcoat T FH + dIubricant + dCOC + droughness; (1-1)

whered means the thickness of the corresponding layer. When the HMS.00 nm, HMS

FH, since the thickness of the protective layer is only a few nanometers thick. However, the
di erence between the HMS and the FH cannot be neglected when the FH isLOnm. In
the experiments to be discussed, the term FH is usually used since this is what is directly
measured by the \touchdown" method.
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Figure 1.6: The schematic of the HDD's recording head and recording disk. The head has a
reader and a writer, facing the disk. The head and the disk are moving relatively. The head
and the disk are not in contact. The details of the reader and the writer are omitted.

The HMS and the areal density are strongly correlated. This is because when the areal
density increases, the size of individual magnetic bits decreases, resulting in smaller magnetic
ux. Therefore the head must be closer to the disk to pick up the signal. As can be seen in
Fig. 1.9, the historical relation between the HMS and the areal density follows roughly the
equation,

(HMS in nm) = 85:1 (Areal Density in Gb=in?) %34 (1.2)

Technology Development

The rst HDD, the IBM 350 Disk Storage (IBM-350), was introduced in September 1956 by
IBM. It was a part of the IBM 305 Random Access Memory Accounting (RAMAC) system
which was one of the last vacuum tube systems designed by IBM [15]. Each IBM-350 unit was
60 inches (152 m) long, 68 inches (3 m) high and 29 inches (’4 m) deep with a capacity

of 5MB. The disks rotating speed was 1200RPM and the areal density was 206hB. The
HMS was 2Qum. Compressed air was supplied between the head and the disk to maintain
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Figure 1.7: A schematic of the HDD operating. The disk rotates at a certain speed while the
head \ ies" above the disk. The head's reader and writer (not shown) can access or modify
the magnetic bits written on the disk. The head's radial position can change to seek data
in di erent tracks. The down-track direction is pointing towards the end of the head. The
cross-track direction is perpendicular to the down-track direction.

the head-disk spacing, which required a complex air compressor [16]. The average seek time
was 600 ms. The lease price for the unit was $750 per month [17] while the entire RAMAC
system was leased for $3200 per month [18].

In 2016, the HGST Ultrastar He drive was introduced by Western Digital [19]. Its
capacity is 12 TB, with the dimension of 10bmm  147mm 261 mm. Its max areal
density is 864 Glxin?. The typical seek time is 8 ms/8:6 ms for read/write. The sale price
for the drive is about $500.

A comparison between the two drives can also be seen in Table 1.1. It is seen that within
the past 60 years, the capacity of a single drive has improved by a factor of® M@hile the
volume has shrunk by 5000 times. What is more, the seek time also reduces by100x
and an individual drive is even more a ordable to own today than to lease for one month
60 years ago, regardless of the in ation. All of these are due to the dramatic increase of the
drive's areal density, which increased by a factor of 10
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Figure 1.8: The distinction between the FH and the HMS.

There are several recent important technologies that led to the impressive HDD devel-
opment progress, such as the thermal y-height control (TFC) technology [20, 21], shingled
magnetic recording (SMR) technology [22, 23], helium technology [24], dual-stage technology
[25], etc. The TFC technology uses thermal expansion to lower the FH and the HMS. It
will be introduced in detail in Section 2.1. In the SMR technology, the magnetic bits on
adjacent tracks are overlapped, like the roof shingles on buildings. A schematic of the SMR
technology is shown in Fig. 1.10. With SMR, the areal density can be increased by 25%
compared with the conventional PMR technology [26]. In helium drives, the gas environment
inside the HDD is helium instead of air. The HDD is encapsulated so the helium gas will
not escape. With helium, the disk platters can be thinner so that more disks can tinto a
single drive, increasing the capacity. The gas dragging force to the disk is also reduced so
less power is required for HDD operation. In the dual-stage technology, a second actuator
is attached to the suspension in addition to the VCM actuator. In this way, the heads are
able to nd the desired track in a shorter time and the system is more stable to external
disturbances [27, 28, 29].
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Figure 1.9: The historical HMS versus the areal density. The yellow star is the extrapolation

at 4 Tb=in?. From Fig. 3 of Ref. [14].

Item Name IBM-350 HGST Ultrastar He'? | Ratio (IBM:HGST)
Year Introduced 1956 2016 -
Capacity 5MB 12TB 24 1:10
Dimensions [mm] 1524 1727 737| 1016 147 261 4976 : 1
Areal Density [b=in?] 2000 8:64 10“ 1:432 10°
Seek Time (read) [ms] 600 8.0 75:1
Seek Time (write) [ms] 600 8.6 70:1
Price [$] 750/month (lease) 500 (sale) -

Table 1.1: A comparison between two drives, IBM-350 and HGST Ultrastar H&
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Figure 1.10: Schematics of the conventional magnetic bits alignment and the shingled align-
ment.
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1.2 Heat Assisted Magnetic Recording Technology

The magnetic grain is the smallest unit of the magnetic material where the magnetization is
in the uniform direction. In order for the HDD to achieve an acceptable signal-to-noise-ratio
(SNR), a single magnetic bit needs to contain a su cient number of magnetic grains. On
the other hand, to push the areal density higher, the volume of a single magnetic bit needs
to be smaller, requiring a reduction of the magnetic bit's volume. This pushes the magnetic
bit towards the superparamagnetic limit [30].

The superparamagnism occurs in the nanoscale magnetic grain, causing the magnetiza-
tion to randomly ip its direction under the in uence of temperature [31]. The mean time
between ips follows the Neel-Arrhenius equation:

N/ exp Z—VT ; (1.3)
where y is the mean time of the ip, K is the magnetic anisotropy energy density, depending
on the material, V is the nanoparticle's volumeKkg is the Boltzmann constant andT is the
absolute temperature. Therefore, for the data in an HDD to be thermally stable for 10 years,
it is required that [3]: v

KT 70 (1.4)
As seen in Eq. 1.3, when the volum¥® decreases, decreases for xedK and T which
causes the magnetic grain to be thermally unstable. One way to compensate for this is
to nd a magnetic material that has higher magnetic anisotropyK , such as L}-FePt [8].
But high magnetic anisotropy material usually has high magnetic coercivity, which means
it is harder to ip the magnetization with an external magnetic eld. Therefore, magnetic
recording faces a trilemma with increasing areal density: adequate SNR (requires small grain
size orV), thermal stability (requires large KV ) and write-ability (requires small K) [32].
In this trilemma, only two out of three can be achieved with current PMR technology. An
illustration of the trilemma is shown in Fig. 1.11.

Heat assisted magnetic recording (HAMR) technology was proposed by the HDD industry
to overcome this trilemma. In HAMR, the magnetic material in the media is chosen to have
high K. Therefore, the grain size of the material can be shrunk further. As a result, the
magnetic bits size can shrink proportional to the grain size shrinkage without compromising
the SNR. The areal density can thus increase. It is estimated that with HAMR technology,
the areal density can reach 10 THn?.

But the problem with high K material is poor write-ability. This di culty is overcome
by introducing a heating element. During data writing, the magnetic bits to be written are
heated to the Curie temperature of the media such that its coercivity is reduced to near
zero. Then the magnitude of the external magnetic eld required to ip a bit is reduced
and the write-ability is regained. The writer on the head element supplies such a magnetic
eld and the magnetic re-orientation is accomplished. Lastly, the magnetic bit is moved

12
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Figure 1.11: The trilemma that prevents the continuous areal density increase of the HDD
with conventional magnetic recording method. The gure is reproduced based on Fig. 1 of
Ref. [32].

away from the heating element such that it can cool down. The coercivity increases again
to \freeze" the magnetic bit to achieve thermal stability. The relation between coercivity
and temperature is shown in Fig. 1.12 and the process of writing in HAMR is shown in Fig.
1.13.

The heating in HAMR writing is achieved by the use of a laser. In the HAMR head,
a laser diode (LD) is embedded on the back of the slider, as shown in Fig. 1.14. The
light generated by the LD passes through a waveguide, shrinking the laser beam size from
microns to 500 nm. However, due to the di raction limit, the size of the laser spot cannot
be shrunk further with far eld optics. Therefore, a metallic antenna called a near eld
transducer (NFT) is attached at the end of the waveguide for nal focusing. The NFT
further shrinks the laser beam size from 500 nm down to 50 nm through the plasmonic
e ect [4]. Finally the electromagnetic (EM) energy is partially absorbed by the magnetic
layer in the media, generating heat and causing its increase in temperature.

The HAMR media pro le is also di erent from that in PMR. Firstly, the magnetic mate-
rial in the magnetic layer needs to have high anisotropy and relatively low Curie temperature.
L1,-FePt is the present media of choice. LtFePt has a magnetic anisotropy energy density
of 7 10°J=m?® and a Curie temperature of 750K [33]. Secondly, the thermal pro le of the
heated magnetic material needs to be contained within one bit size to avoid adjacent bit
erasing. Therefore, a heat-sink layer is needed underneath the magnetic layer to create a
narrow temperature pro le in the lateral direction [34]. Thirdly, the COC layer and the

13
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Figure 1.12: An illustration of the magnetic material's coercivity vs. the temperature.
Inspired by Fig. 1 of Ref. [4].

Figure 1.13: The writing process in HAMR. Certain layers such as lubricant, COC and
heatsink are omitted.
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Figure 1.14: A schematic of the optical energy delivery in HAMR.
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lubricant layer experience high temperature since they are close to the magnetic layer. The
materials in these layers are subject to evaporation, decomposition and thermal depletion,
and therefore these issues need to be addressed.

The high temperature in the HAMR technology can cause unprecedented problems com-
pared with the conventional magnet recording (CMR) technology. The material surrounding
the heated magnetic bits will also be heated. The COC can degrade and the lubricant can
evaporate and decompose. Most importantly, since the NFT's design temperature is much
lower than the media's Curie temperature, it is unavoidable that the media heat can ow
back from the media to the NFT. This is called a \back-heating" e ect. Since the distance
between the NFT and the media is only a couple of nanometers, the back-heating e ect could
be very strong and cause undesired additional temperature increase on the NFT, shortening
its lifetime. Recently, it was reported that solid contamination appears on the ABS of the
slider near the NFT location after ying with laser heating [35, 36]. The contamination can
block the optical path of the NFT and cause additional NFT overheating. The mechanism
of the contamination's formation also needs investigation.

Overall, undesirable mass and energy transfer happens during the HAMR writing process.
It is noted that the transfer happens at the nanoscale, both spatially and temporally. It
causes reliability issues, and it can shorten the lifetime of the HDD. However, the mechanism
behind the transfer is still unclear and needs more investigation.

1.3 Objectives and Organization

In this dissertation, some experimental studies of the mass and energy transfer in the
nanoscale HDI are studied. These experiments were performed based on state-of-the-art
design of HDDs. An experimental stage, called the Computer Mechanics Laboratory (CML)-
HAMR stage was built in order to perform the experiments. The CML-HAMR stage can
emulate HAMR conditions, with a disk spindle, a head xture and a laser generator. Some
innovative elements in the head, such as the TFC heater and the embedded contact sensor
(ECS), were used for generating and sensing the heat. The \waveguide" heads with embed-
ded laser and waveguide, which can heat the media in nanoscale, were also used to emulate
HAMR conditions. These experiments can quantify the severeness of the mass and energy
transfer in the HDI, which can be used as a guideline for HAMR drive design.

This dissertation is organized as follows. Chapter 1 (this chapter) presents the working
principle of the HDD and the HAMR technology. The existing issues of HAMR are explained.
Chapter 2 gives a more detailed introduction of the HDD. Some important elements in the
head, such as the TFC heater, the ECS and the laser power delivery system (LPDS) are
brie y introduced. Chapter 3 introduces the experimental stages for the studies. The stages
include a comprehensive stage - the CML-HAMR stage - which is used for most of the
experiments, and a calibration stage for the ECS. Chapter 4 presents the measurement of
the head's temperature where it is heated by a beam of free space laser, the so-called \back
heating" experiment. Chapter 5 introduces a study of the heating e ect of the ECS, and
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explains how this e ect can be used to measure the heat transfer across the HDI. Chapter
6 discusses the experiments related to the waveguide heads. The powering of the laser in
the waveguide head can cause several issues including an additional protrusion on the ABS
and solid contamination on the head, which are addressed in this chapter. In Chapter 7, the
lubricant behavior, especially its re ow, is studied both experimentally and by numerical
modeling. Finally, Chapter 8 concludes the dissertation and has a look at future work.
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Chapter 2

A Detailed View of the HDI In
HAMR

In this chapter, a more detailed view of the HDD will be given. The thermal y-height
control (TFC) heater was designed to decrease the HMS such that higher areal density can
be achieved according to Eq. 1.2. The embedded contact sensor (ECS) was developed in
order to detect the head-disk contact. The laser power delivery system (LPDS) is an essential
part of HAMR technology. These three components are all either generating or detecting
heat when in operation. Therefore, they can be used in the heat transfer study of the HDI.
The TFC technology, the ECS and the LPDS will be introduced in Sections 2.1, 2.2 and 2.3,
respectively. The chapter is summarized in Section 2.4.

2.1 Thermal Fly-height Control Technology

The FH was continuously brought down to 10 nm over all the years by optimizing the ABS
geometry design. In order to bring down the FH to 1nm, the thermal y-height control
(TFC) technology was introduced [37].

In the earlier conventional recording head the only two electrical components were the
reader and the writer, but in the later TFC technology, a micrometer scale resistor, called
the TFC heater, is also embedded in the center of the TE of the slider. A cross-sectional
view of a slider with the TFC heater is shown in Fig. 2.1. As seen in the gure, the TFC
heater is buried beneath the surface of the ABS, close to the reader.

The TFC heater, a resistor, is electrically connected to an external circuit. It is controlled
by a DC voltage supply. When the voltage is applied, it heats up according to the Joule's
heating law,

P=VI=I°R= —; (2.1)
where P is the generated power of the heater, called the TFC poweY, is the voltage, |
is the current and R is the resistance. The heat generated by the TFC heater causes the
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Figure 2.1: A cross sectional view of a slider with the TFC heater. The light colored thin
bar-shaped metal is the TFC heater. The rest are either the reader or the writer. It is noted
that the TFC heater might be at di erent locations in di erent designs. The photo is from

Ref. [38] with additional annotations.
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Figure 2.2: A schematic of the TFC heater actuation. The left gure shows the case when
the TFC heater is o, while the right on shows the TFC-heater-on case. The TFC heater
causes thermal protrusion on the slider's surface. The protrusion causes FH decrease. It is
noted the head is elevated due to the increase of the air bearing pressure.

temperature to increase surrounding it, subsequently leading to a local thermal expansion of
the slider's body. The thermal expansion results in a local surface protrusion on the TE of
the slider's surface, optimally at the location of the read-write (R/W) elements. As a result,
the R/W elements are brought closer to the disk by the protrusion, which lowers the e ective
FH and increases the SNR. Fig. 2.2 shows the working principle of the TFC actuation.

It is noted that when the heater is active, the ABS pro le changes due to the surface
protrusion. As a result, the ying dynamics of the slider also changes. A direct result of
the reduced spacing is that the average pressure on the slider is increased at the area of
protrusion. This pressure increase and the local FH decrease are two competing factors
determining the FH at the R/W elements location. Therefore, the e ective FH decrease is
less than the absolute surface protrusion [21]. This e ect is depicted in Fig. 2.2.

After the HGA with embedded TFC heater is designed and manufactured, the relation
between the FH decrease and the TFC power can be characterized experimentally [39].
Similar numerical models were also created to compare with the experiment [40]. One set of
characteristic curves is shown in Fig. 2.3. It can be seen that the FH decrease is almost linear
with the TFC power, although some non-linear e ects appear as the slider comes closer to
the disk. Therefore, the FH-TFC power ratio can be de ned as the absolute value of the
slope of the linear regime of the curve. The design of the TFC heater has been optimized
such that the FH-TFC power ratio is about Q1 nm=mW.

It is also noted that as the TFC power continues to increase, the FH continues to decrease.
Finally, the FH can decrease to zero, causing the slider to drag on the disk, which is called
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Figure 2.3: The FH decrease vs. the TFC power. Fig. 10 from Ref. [39].

touchdown (TD), or head-disk contact. In component level testing, the head-disk contact
can be detected by an acoustic emission (AE) sensor, which detects the vibration caused
by the contact. In the drive level, the head-disk contact is detected by the ECS, which
is introduced in Section 2.2. The TFC power that causes head-disk contact is called the
\touchdown power" (TDP). The TFC power should always be below the TDP to avoid wear
on the head and the disk. When the TFC power exceeds the TDP, the slider is in the
\overpush" regime.

Overall, turning on the TFC heater during reading and writing enables the temporary
decrease of the HMS to improve the SNR. While idling, the TFC power is turned o such
that the head-disk spacing is large enough to minimize unnecessary head-disk contact. Since
heating is involved in the TFC system, it can be used in the experimental study of heat
transfer across the HDI. The details of this will be discussed in Chapters 4, 5 and 6.

2.2 The Embedded Contact Sensor

When the TFC heater is active, the FH is often as low as 1 nm. Since the FH is so small,
the HDDs are more prone to external disturbances which can cause head-disk contact, such
as operational shock. Moreover, if the TFC power is too high, TD can happen. Unexpected
contact can cause large shear stress on both the head and disk, causing wear and shortening
the HDDs' lifetime. Therefore, it is important to know the exact condition for which contact
happens. In commercial drives, the embedded contact sensor (ECS) is used for contact
detection.

The ECS is a resistor located at the surface of the center of the TE of the slider, between
the reader and the writer as shown in Fig. 2.4. Itis made of a temperature sensitive material
such as NiFe [41]. The ECS is nominally 1 to}2n wide, 02 to 0:5um high and 20 to 60 nm
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Figure 2.4: A schematic of the cross-sectional view of a slider with an ECS. The ECS is
located on the surface of the slider between the reader and the writer.

thick, but it can vary with the design of the head [42]. It's resistance changes with its
temperature according to the relation:

Rt = Ro(1+ o(T To)); (2.2)

whereT and T, are any temperature and room temperatureRt and Ry are the resistances

of the ECS atT and Ty respectively, and ¢ is the temperature coe cient of resistance of

the ECS atTy. ¢ is generally unknown and needs calibration. The experimental setup for
the calibration will be discussed in Section 3.2, and the calibration process and result will
be discussed in Section 4.3. Therefore, by measuring the resistance change of the ECS, the
temperature change surrounding it can be detected.

When the FH changes, due to the TFC actuation or operational shock, the heat transfer
coe cient in the HDI changes. More speci cally, there is more cooling of the ABS when
the FH decreases, causing a temperature drop of the ECS. On the other hand, if the TFC
actuation is the cause of the FH decrease, since the TFC heater generates heat, the ECS
temperature increases. Therefore, the TFC heating and the increase of the air bearing
cooling are two competing factors that cause temperature changes of the ECS before the
TD. When the TD happens, the contact sliding on the disk causes frictional heating of the
slider and additional heating of the ECS.
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The relations between the temperature of the ECS and the TFC power, called the ECS
temperature curves, are shown in Fig. 2.5. Di erent curves represent the relations at di erent
disk rotating speeds. It can be seen that each curve has three regimes. In the rst regime, the
ECS temperature increases as the TFC power increases. However, the rate of the temperature
change decreases, i.e., the slope of the curve decreases. Since the TFC power is the sole
heat source, the decrease of the rate indicates that the heat transfer coe cient in the HDI
increases. However, the TFC heating still dominates the ECS temperature increase. This
regime is called the \far- eld" regime, indicating the slider is still some distanceX 2nm)
away from the disk. In the second regime, the temperature of the ECS decreases as the
TFC power increases. This indicates that the heat transfer coe cient is so strong that the
cooling dominates. This regime is called the \proximity" regime, where the slider is very
close to the disk ( 1nm). In the third regime, when the TFC power continues to increase,
the temperature of the ECS suddenly increases again. And the rate of the ECS temperature
increase is again high. This is because the head and the disk are in contact. Therefore, the
frictional heat contributes to the temperature increase of the ECS. This regime is called the
\overpush" regime. The three regimes are annotated in Fig. 2.5.

It is also noted from Fig. 2.5 that at di erent disk rotating speeds, the ECS temperature
curves are dierent. The ECS temperature curves at low disk speeds start to enter the
proximity and overpush regimes earlier than those at high disk speeds. This is mainly
because the initial FH is lower when the disk rotating speed is lower. Since the FH-TFC
power ratio is similar at di erent disk rotating speeds, the TDP at lower speed is also lower.

It is usually considered that a TD happens the moment the ECS temperature curves
enter the \overpush" regime [43]. This is when the ECS temperature curve reaches its local
minimum as shown on the second dash line in Fig. 2.5. However, this is often hard to detect
during the experiment. Another approach is to use the derivatives of the ECS temperature
curves, as shown in Fig. 2.6, where the y-axis is the temperature change rate with the unit of
K=mW. The curves start from positive values but gradually decrease with the TFC power.
They then reach the value zero, corresponding to the rst local maximum point shown in
Fig. 2.5. This is the boundary between the far- eld regime and the proximity regime. The
value continues to decrease until it reaches the minimum. Then it starts to increase until it
again reaches zero, corresponding to the local minimum point shown in Fig. 2.5. This is the
boundary between the proximity regime and the overpush regime. This point is de ned as
the TD point and the corresponding TFC power is the TDP. In this gure it can be seen
that each curve has three key points: the rst zero point, the minimum point and the second
zero point. In the component level or drive level experiment, if early TD detection is desired,
the rst zero point or the minimum point can be used as the TD criteria. This way, the
TD detection is more conservative, and therefore the head-disk contact is less likely and the
HDD's lifetime can be prolonged. The TD detections using di erent methods at di erent
disk rotating speeds are shown in Fig. 2.7.

The ECS is a recent development of the HDD industry. It is an elegant structure embed-
ded in the slider to detect head-disk contact. The physical principle behind it is detecting
the temperature change caused by Joule heating, frictional heating, interfacial heat transfer
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Figure 2.5: The temperature increase of the ECS vs. the TFC power. Dierent curves
represent di erent disk rotating speeds.

coe cient. It has a very high bandwidth thus it has a fast response to the dynamic change
of the HDI. Therefore it can also be used to detect disk defects such as asperities, pits, voids,
lubricant moguls, etc. [43, 44, 45]. In this report, the ECS is mainly used as a temperature
sensor on the slider's surface. The experiments related to it is discussed in Chapters 4 and
5.
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Figure 2.6: The rate of temperature increase of the ECS vs. the TFC power. Dierent
curves represent di erent disk rotating speeds.
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Figure 2.7: The TD detection using di erent methods. \First Zero", \Min" and \Second
Zero" correspond to three key points in the derivative curves. \AE sensor" is the detection
method using AE sensor.
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2.3 Laser Power Delivering System

The laser power delivery system (LPDS) consisting of a laser diode (LD), a waveguide and a
near eld transducer (NFT) is an essential part of the HAMR system. Its function is heating
the magnetic media to its Curie temperature during data writing. The basic introduction of
the LPDS was discussed in Section 1.2. Its illustration is shown in Fig. 1.14.

NFT

The NFT is a critical part of the LPDS. There are several types of NFTs proposed for
HAMR systems, mainly divided into two categories, apertures and antennas. Some designs
of apertures include a circular hole with concentric grooves, C-shaped, L-shaped, bowtie-
shaped, etc. Some designs of antennas include the lollipop-shape, beaked triangle, dual
nanowires, etc [3]. The bowtie aperture type NFT and the lollipop antenna type NFT will
be discussed here.

A top-down view of the bowtie NFT is shown in Fig. 2.8(a), which explains its naming.
The two triangular components are placed symmetrically and tip to tip. The tip regions
of the triangles are at and there is a small gap between the two tips. Such a design can
enhance the eld intensity in the central region via the dual-dipole e ect.

A detailed view of the lollipop type NFT is shown in Fig. 2.8(b). The lollipop NFT is
designed by combining a circular disk with a peg. The NFT is located at the focus of a
planar solid immersion mirror (PSIM), which plays a role as the waveguide [46]. The light is
delivered to the NFT through the PSIM. Then the electromagnetic (EM) wave propagates
on the circular disk and transfers the energy to the peg. The surface charge oscillates along
the peg and nally generates an EM eld at the tip via the lightning rod e ect. Finally,
the energy is delivered to the magnetic medium through coupling [4, 47]. In order to reduce
self-heating of the lollipop NFT [48], a heat sink is attached to it through a bridge.

The EM eld transmission and absorption in the NFT are modeled by the Maxwell
equations,

r D= y; (23)

r B=0; (2.4)
_ @

r E= @t (2.5)

r H= %t+ J; (2.6)

whereD is the electric displacement eld,E is the electric eld, B is the magnetic eld, H
is the magnetizing eld, J is the electric current density, v is the electric charge density
andt is time. For a linear and homogeneous mediun) = "E;B = H, where"; are the
medium'’s permittivity and permeability. For conductors, Ohm's law is assumed to apply:
J = E, where is the electric conductivity. Ohm's law is not valid at the 2 nm-thick
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Figure 2.8: (a) Bowtie NFT pro le. (b) Lollipop NFT pro le

layer of the metal surface [49]. However we neglect this e ect here and assume Ohm's law
applies in the entire body.

When EM waves propagate in a lossy medium such as metal, some EM energy is converted
to heat. The general expression of such a conversion is [50]

I | -
Gos = 5 Re( )JE[* = "o Im(")iE*; (2.7)

whereqys is the absorbed power density,, and", are the relative and vacuum permittivities,
respectively, and! is the angular frequency of the EM wave.

A simulation was performed using the nite-di erence time-domain (FDTD) method,
solving the Maxwell equations using the nite di erence method in the time domain. One
advantage of the method is that it deals with a wide frequency range with one simulation
run. It is widely used in NFT modeling [48, 51].

The simulation domain includes the waveguide, the NFT and the media stack, since the
EM eld intensity in these regions is much larger than in their surroundings. The domains
with the lollipop NFT and the bowtie NFT are shown in Figs. 2.9(a)(b), respectively. In
both cases, we assume that the laser light comes into the waveguide with a 2D Gaussian
distribution. The wavelength is 800nm. The EM eld generated by the head's writer and
the magnetic layer in the media are neglected. The NFTs material is chosen as gold (Au),
and the geometry of the NFT is optimized to deliver a hot spot with the size of 50 50 nn?
in full-width-half-maximum (FWHM). The simulations were performed using the Lumerical
FDTD Solutions, a commercial FDTD Maxwell equation solver.

The results of the EM eld simulations are shown in Fig. 2.10. Figs. 2.10(a)(b)(c)
show the normalized power absorption pro les in the HDI region for the bowtie NFT design
in di erent views. Fig. 2.10(a) is the cross-sectional view of both the bowtie NFT and the
media. It shows that the media has more power absorption than the NFT. Fig. 2.10(b) shows
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Figure 2.9: (a) EM eld simulation domain with bowtie NFT. (b) EM eld simulation domain
with lollipop NFT.
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Figure 2.10: (a)(b)(c) show the normalized absorbed power pro les of the NFT and the
media in the bowtie NFT. (a) shows one cross-sectional view, while the direction and the
position of the cut is shown at the dashed line in (b). (b) shows the view of the surface of the
NFT, which is not facing the media. The position of the surface is indicated as the dashed
line in (a). (c) shows the view of the surface of the magnetic layer of the media. (d)(e)(f)
show the normalized absorbed power pro les of the NFT and the media in the lollipop NFT.
(d)(e) show two cross-sectional views of the NFT and the media, while the directions and the
positions of the cuts in (d) and (e) are shown as the dashed lines in (e) and (d), respectively.
(f) shows the view of the surface of the magnetic layer of the media. It is noted that the
colorbars have di erent scales.

the view of the top surface (the non-ABS surface) of the NFT. The absorption is intense at
the tips. Fig. 2.10(c) shows a view of the top surface of the media's magnetic layer. The
FWHM of the hot spot induced by the NFT is 50 50nn?. The coupling e ciency, de ned

as the ratio of the absorbed power on media to the total laser power, i4%6.

Figs. 2.10(d)(e)(f) show the normalized power absorption pro le in the HDI region with
the lollipop NFT design in di erent views. Figs. 2.10(d)(e) show the cross-sectional views
in di erent directions. It can be seen that the absorption of the lollipop NFT is comparable
to that of the media, and it is mainly concentrated in the connection between the peg and
the disk, which may cause a strong self-heating in the NFT, in addition to the back-heating
from the media. That is why the heat sink is needed in the lollipop design. Fig. 2.10(f)
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shows a view of the top surface of the media's magnetic layer. The FWHM of the hot spot
induced by the NFT is 49 50nn?. The coupling e ciency is 5:7%.

Since the NFT is only a few nanometers away from the heated media, strong back-
heating can occur which can cause additional heating on the NFT. For more about how the
back-heating can a ect the NFT, please refer to Refs. [52, 53, 54].

Waveguide Heads

The recording heads with a partial LPDS were provided to CML for the experiments. Each
head has an embedded LD and a waveguide, but no NFT is attached at the end of the
waveguide. Therefore, the laser light at the end of the waveguide reaches the media directly.
To distinguish these heads from the heads used in the actual HAMR application, they are
called \waveguide" heads. Although there were no NFTs in the heads, they can still generate
a laser beam and focus the beam to the scale of 500 nm. Without the blocking of the NFT,
100% of the optical energy out of the waveguide is passed to the media. Therefore, the
waveguide heads can be used to simulate the HAMR condition.

The LD in the waveguide head is controlled by constant current or voltage. The property
of the LD is similar to a normal diode. To protect the LD from excessive current, a resistor
of 50 is connected to it in series. By measuring the voltage drop of the LD and the total
supplied voltage, the current through the LD can be calculated. The electrical connection
of the LD is shown in Fig. 2.11.

The LD's equivalent resistance and its consumed power vs the laser current are shown in
Fig. 2.12. It is seen that the LD's equivalent resistance drops from in nity to about 50 as
the laser current increases from zero to 60 mA. It is also seen that the LD's consumed power
is 180 mW when the laser current is at 58 mA. It is noted that the LD's consumed power is
not equivalent to its optical power, since some heat loss occurs when powering the LD.
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Figure 2.11: The electrical circuit to measure the equivalent resistance of the laser diode.

Figure 2.12: The characteristics of the laser diode.
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2.4 Summary

In this chapter, three electrical components in the HAMR slider were introduced. They are
the TFC heater, the ECS and the LPDS. The TFC heater is a resistor in the slider's body to
lower the FH using the thermal expansion e ect. The ECS is a temperature sensor located at
the ABS to detect head-disk contact. The LPDS is a complex optical system that is essential
in HAMR. It consists of the LD, the waveguide and the NFT to generate and focus the EM
energy on to the magnetic media into the sub-di raction regime. In our experiments, the
TFC heater, the ECS and the partial LPDS without NFT are available.
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Chapter 3

The Experimental Setup

This chapter brie y introduces the experimental stages and devices used in the HDI study.
Among all the equipments, the in-house developed HAMR stage plays an essential role,
carrying out most experiments, as introduced in Section 3.1. The ECS calibration stage
introduced in Section 3.2 is a special purpose stage used for the calibration of the temperature
coe cient of resistance of the ECS. The chapter is summarized in Section 3.3.

3.1 The HAMR stage

An experimental stage that is capable of emulating the HAMR condition was designed and
developed in CML, called the CML-HAMR stage. The majority of the components in the
stage sit on an air table under a clean hood. Some electrical components that are not prone
to microscale particle contamination sit outside the clean hood due to space limitation. An
overview photograph of the stage is shown in Fig. 3.1.

A schematic view of the stage, including these modules, is shown in Fig. 3.2. As can
been seen in the gure, the stage consists of an optical module, a spinstand module and
a signal generation/acquisition module. The optical module is designed to generate and
deliver a beam of free-space laser light with FWHM of 2um  5um focused on the surface
of the rotating disk. The spinstand module is used to control the spinning of the disk and
the position of the HGA. The signal generation/acquisition module is used to generate the
control signal to power di erent actuators such as the TFC heater and the laser, and to
record electrical signals from the system such as the ECS and the AE sensor. Each module
will be introduced below.

The Optical Module

The optical module of the CML-HAMR stage consists of a laser generator, a series of inter-
mediate optical lenses and a nal focusing lens. A schematic of the optical module is shown
in Fig. 3.2. The laser generator emits a laser beam with the optical power up to 1 W at the
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11
Figure 3.1: An overview picture of the CML-HAMR stage.

wavelength of 780nm. The laser beam passes through a series of optical lenses such that
the beam is parallel (neither convergent or divergent) before reaching the nal focusing lens.
The nal focusing lens has a relatively small focal length of 50 mm and is very close to the
rotating disk. The distance between the focusing lens and the disk is nely adjusted such
that the laser beam is well focused on the disk. A digital camera with an optical splitter is
used to check the focusing. If a clear image of the laser beam pro le shows on the camera's
image, it means the laser is well focused. Fig. 3.3 shows an example of a well focused beam
and Fig. 3.4 shows an example of an unfocused beam.

The Spinstand Module

The spinstand module is the mechanical part of the stage. As seen in Fig. 3.2, the module
consists of two parts, a disk spindle with speed control and a head positioning assembly.
The disk spindle system consists of a disk holder, a motor with a motor driver, an optical
encoder and a eld-programmable gate array (FPGA) board. The disk holder can clamp
the disk platter concentric to the motor's shaft. Once the disk platter is xed properly on
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Figure 3.2. Schematics of the CML-HAMR stage.

Figure 3.3: The image of a focused laser beam captured by the camera.
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Figure 3.4: The image of an unfocused laser beam captured by the camera.

the spindle, the motor attached to the spindle is turned on, spinning the disk. An optical
encoder is embedded on the motor such that the rotating speed of the motor can be acquired
by counting the rising/falling edge of the encoder's signal. The encoder used in the stage
has 1024 teeth therefore every 1024 counts of the rising/falling edges of the encoder's signal
represents one revolution of the disk. A National Instrument FPGA board is used to process
the encoder's signal, and the disk rotating speed is shown on the on-board display in real time.
A potentiometer attached to the motor's driver is used to adjust the disk rotating speed.
Therefore, the disk's rotating speed can be controlled in the range of 60 to 5800 RPM.

The HGA's position needs to be set properly relative to the disk's position, including the
ying radius, the yaw angle and the Z-height. In the system, the HGA is rst attached to
an HGA xture, as shown in Fig. 3.5. Then the HGA xture is attached to an assembly
consisting of three linear translation stages, the so-called linear stage assembly. The three
stages are used for positioning the head in three directions, X, Y and Z. The three linear
stages are assembled perpendicular to each other and they are xed on a plane parallel to
the air table. The three axes of the linear stage assembly are nely adjusted such that
the head has proper Z-height, radial position and yaw angle with respect to the disk. The
entire assembly, including the linear stage assembly and the HGA xture, is called the head
positioning assembly. A picture of the head positioning assembly is shown in Fig. 3.6. On
the other hand, the HGA xture also has an electric connection port that is used to connect
the electric components of the HGA (the TFC heater, the ECS, the LD, etc) to the external
circuit. Therefore, the electric components in the head can be connected to and controlled
or monitored by the signal generation/acquisition module.

In summary, the disk can rotate at a desired rotating speed and the head can be positioned
properly. The electric components inside the head can also be controlled and monitored. The
system is setup both mechanically and electronically.
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Figure 3.5: A picture of the HGA xture.

38



CHAPTER 3. THE EXPERIMENTAL SETUP

Figure 3.6: A picture of the head positioning assembly. The HGA (not shown in the picture,
hidden by the disk platter) is attached to the HGA xture. The HGA xture is xed on the

linear stage assembly. The linear stage assembly consists of three linear translation stages,
which are used to adjust the position of the HGA in three axes. The linear stage assembly
sits on an elevated platform which is parallel to the air table. The disk spindle can also be
seen in the picture.
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Signal Generation/Acquisition Module

While the stage is setup properly in the mechanical, electrical and optical aspects, the
experimental procedures need to be controlled and the data from the experiment needs to
be gathered. Therefore, the signal generation/acquisition module is setup in a software for
controlling and monitoring.

The signal generation/acquisition module consists of a National Instruments data acqui-
sition (DAQ) board (Model PCle-6353) attached to a desktop computer, as shown in Fig.
3.2. The board has 16 analog input (Al) channels and its max acquisition rate is2b MS=s
for single channel. It also has four analog output (AO) channels which can be used for
controlling the TFC heater and the laser diode. It is noted that the DAQ board's power is
not adequate to maintain a high TFC power or laser power since it also requires high current
through the electrical components. Therefore, a voltage follower is needed between the DAQ
board's AO port and the electric components to avoid the load e ect.

During the experiments, all components whose signals are to be acquired, such as the ECS
or the AE sensor, are connected to the Al channels, and all components to be controlled, such
as the TFC heater and the laser diode, are connected to the AO channels. The experimental
procedures are designed in the National Instruments LabView software to perform tasks such
as the touch-down procedure or constant laser heating procedure. The LabView programs
can save the acquired signal data from the DAQ board into digital les on the computer for
further data processing.

3.2 ECS Calibration Stage

The ECS calibration stage is designed to calibrate the temperature coe cient of resistance
of the ECS. It is a thermally controlled chamber with a hot plate used to heat the air inside
the chamber, as shown in Fig. 3.7. In the chamber, there is a HGA xture, a fan and an
optical barrier. During the calibration, the HGA is attached to the xture, while its ECS is
connected to an ohmmeter. The hot plate is set to a certain power. The fan is turned on to
circulate the air in the chamber in order to create a uniform air environment. The optical
barrier sits between the hot plate's surface and the HGA xture to avoid direct radiative
heating. A thermometer is placed beside the HGA to measure the air temperature. When
the temperature inside the stage is stable, the environment's temperature and the ECS'
resistance are recorded. Then, can be calculated based on Eq. 2.2. The details of the
ECS calibration result are discussed in Section 4.3.
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Figure 3.7: A schematic of the ECS calibration stage.
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3.3 Summary

In this chapter, two experimental stages designed and setup in CML, the CML-HAMR stage
and the ECS calibration stage, were introduced. While the ECS calibration stage is specially
made for the ECS calibration, the CML-HAMR stage is designed to be generic with great
exibility. The CML-HAMR stage is comprehensive including the optical, mechanical and
electrical systems controlled by the software. With the CML-HAMR stage, the head-disk
interface experiments can be done for both PMR and HAMR. With the free space laser
focused on the disk, the HAMR condition can be emulated. As will be seen in Chapter 6,
when a waveguide head is used, the HAMR scenario can be achieved without the external
free space laser. Nevertheless, the full setup of the CML-HAMR stage creates high exibility
for the experiments.
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Chapter 4

Measuring the Head's Temperature
When Heated by a Free Space Laser

4.1 Introduction

As introduced in Section 2.3, the NFT is made of a metal such as gold (Au) and rhodium
(Rh), and it requires precise geometry for e cient EM coupling. Therefore the NFT should
remain at a relative cool temperature to avoid deformation and material di usion caused by
the heat. However, the NFT is only 1 to 10 nm away from the media which is heated to the
magnetic layer's Curie Temperature ( 450 C). Therefore, heat ows back from the disk's
heated spot to the NFT thus raising the temperature of the NFT by an unknown amount.
This phenomenon is called \back-heating". As the gap between the NFT and the hot media
approaches a couple of nanometers, the back-heating from the hot media will be signi cantly
enhanced and may cause an undesired temperature rise on the NFT, which could cause a
reliability issue for the entire HAMR system.

Therefore, it becomes vital to understand the heat transfer between two surfaces with
nanoscale separations. A few theoretical models have been proposed and some experiments
have been performed to verify the models [21, 43, 55, 56, 57, 58, 59, 60, 61]. Chen et al.
[55] used an air bearing cooling model to predict the heat transport and the temperature
distribution on the slider surface. This model holds for most cases when the temperature
di erence is around or less than 100 K and has been used for several di erent applications in
the past ten years [21, 43, 56]. However, this model only takes air conduction into account
and may become less applicable when a signi cant amount of radiation and conduction
occurs. Narayanaswamy and Chen [57] set up a radiative heat transfer model between two
spheres and corresponding experiments were performed [58]. However, the model is only
examined for gaps greater than 30 nm. Recently, Budaev and Bogy [59, 60, 61] established
a phonon tunneling model to predict nanoscale heat transport. They pointed out that the
correlations between two surfaces cannot be neglected when the distance between the two
surfaces is within the range of the radiation's wavelength, and therefore it may contribute to
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the heat transport. Since the nanoscale heat transfer mechanism is still actively investigated,
it is hard to create an accurate numerical model to predict the NFT's temperature during
the HAMR heating process. Therefore it is vital to measure its temperature experimentally.

In this chapter, a recording head with the ECS and the TFC heater and a rotating disk
are used to create two at surfaces that are a few nanometers apart [62, 63]. A beam of
free space laser is focused onto the back side of the disk to heat it to the HAMR writing
condition. The TFC heater is used to control the gap separation and the ECS is used to
sense the temperature on the head. With this experiment, the temperature rise on the head
due to the laser heating of the disk can be estimated. Such an estimate can also contribute
to the understanding of the nanoscale heat transfer mechanism.

The rest of the chapter is organized as follows. Section 4.2 discusses the basic principle
of the system setup. It explains how the HAMR condition is simulated by the current stage
design and how the head's temperature is estimated. Section 4.3 discusses how the ECS is
calibrated and how to measure the disk's temperature. Section 4.4 introduces the process
of the experiment. Section 4.5 discusses the experimental result and the prediction of the
head's temperature in the HAMR condition. The chapter is summarized in Section 4.6.

4.2 System Setup

Usually, it is hard to maintain a nanoscale air or vacuum gap between two large (at least in
microscale) at surfaces. However, this happens inherently in HDDs, where the FH can be
maintained in a range of several nanometers with a modern production head. Moreover, the
FH can be controlled at 1 nm with the TFC heater .

In HAMR conditions, the temperature of the media is higher than that of the head. In
order to simulate this condition, a free space laser is focused on a one-side coated glass disk,
while a recording head is ying. The side of the disk that is facing the head (front side)
is coated with a 100 nm thick NiTa layer, which is commonly used for HAMR media study
[64]. Then a COC layer and a lubricant layer are deposited on it to ensure yability [65, 66,
67]. The other side of the disk (back side) is left with no further processing. The free space
laser light of 780 nm is illuminated on the back side of the disk, passing through the glass
substrate and focusing on the metal layer. The metal layer of the disk is thick enough to
ensure that no laser light leaks through the layer. As a result, the focused spot is heated by
absorbing the optical energy from the laser. This setup is called the \back-heating" setup,
as shown in Fig. 4.1.

Although the laser heating spot is on the order of a few microns in our experiment, which
is much larger than the heated spot in the real HAMR system, the heat transfer mechanism
in our experiment and the HAMR system should be the same, regardless of the size of the
heated spot as long as the heated area is much larger than the gap. In that case the heat
transfer can be modeled by two at plats separated by a constant gap. In fact, such a micron
sized heating spot is bene cial for studying the mechanism as the temperature pro le is more
uniform across the temperature sensing location.

44



CHAPTER 4. MEASURING THE HEAD'S TEMPERATURE WHEN HEATED BY A
FREE SPACE LASER

Figure 4.1: A diagram of the back-heating experiment. The head is ying on the one-side
disk. The ECS and the TFC are explicitly shown but other components are omitted. The
free space laser is illuminated from the back of the disk and focused on the metal-coated
side.

As the disk is heated by the free space laser, the temperature di erence between the head
and the disk is created. Since the ECS is located on the surface of the head, it can detect
the laser heating when its position aligns well with the hot spot. Additionally, the FH is
controlled by powering the TFC heater. It is noted that the TFC heater inside the head
also raises the temperature of the slider and the ECS senses this as well. In other words,
the ECS is heated by the TFC heater in the head, which is referred to as \TFC-heating",
and by the heat ow from the hot spot on the media which is called \back-heating". Or in
equation,

E= E+ & (4.1)

where g is the total temperature increase of the ECS fronig ( ¢ = Te  To, whereTg is the
current temperature of the ECS). The superscripts- and T indicate that the temperature
change is caused by the laser heated spot on the disk or the TFC heater, respectively. In the
experiment, ¢ can be acquired by ECS measurements with the laser turned on for a xed
TFC power (Pr). On the other hand, [ can be acquired with the laser turned o for the
same TFC power. And the di erence is the portion of the temperature rise caused solely by
the laser heating of the disk.
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4.3 Temperature Calibration of the Head and Disk

The temperatures of both the ECS and the disk heated spot need to be known in order to
investigate the relationship between the temperature rises of the two surfaces. Therefore,
the temperatures of both surfaces need calibration.

The disk is heated by the free space laser allowing the temperature of the disk surface
(Tp) to be controlled by applying di erent laser powers P_). It has been shown that the
peak temperature rise on the rotating disk surface is linearly proportional to the laser power
when the disk rotating speed is constant [64, 68].

As a consequence, this linear relationship can be easily calibrated by using a thin phase
change Im the microstructure of which changes when the phase change temperature is
reached.

A glass disk coated with a 20 nm phase change material which has a phase change tem-
perature at 300 C was used for the calibration [69]. The laser was focused on the metal
surface through the disk's glass back side at the room temperature of 25 The topog-
raphy of the phase change material also changes as the disk temperature approaches the
phase change temperature. The topography change can be measured by an atomic force
microscope (AFM). Fig. 4.2 shows the disk temperature calibration results. It can be seen
that phase change shows at the laser power of 275 mW. This calibration indicates that the
equivalent disk temperature increases by 1K when the laser power increases by 1 mW.

The temperature coe cient of resistance of the ECS () also needs calibration according
to Eq. 2.2 in order to convert its resistance to its temperature. o was calibrated in the
ECS calibration stage as described in Section 3.2. During the calibration, the head with the
ECS was located in the stage while the ECS' resistance was monitored. The hot plate was
turned to a certain temperature. When the temperature inside the stage was stable, the
environment's temperature and the ECS' resistance were recorded. Dierent temperatures
were set by the hot plate to get a series of data.

The result of this calibration is shown in Fig. 4.3. A linear regression of the measurement
yields =3:5 10 3=K.
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Figure 4.2: AFM images of the phase change disk after laser heating. Dierent subplots
show di erent laser powers.
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Figure 4.3: The calibration curve for the ECS. The solid line is the experimental curve and
the dash line is the tted curve.
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4.4 Experimental Procedure

With the head and disk temperature calibration data available, the back-heating experiment
can be done. As discussed above, a beam of laser illuminates the back of the disk with the
beam size in microns. As the disk rotates at 4200 RPM and the head ies stably around the
outer radius of the disk, the position of the laser beam is nely adjusted such that the ECS
on the ABS is positioned directly above the heated spot on the disk. This also gives the
maximum temperature increase of the ECS. The temperature of the ECS increases due to
the heat transfer between the disk and the ABS. When this setup is completed, only the laser
power (or equivalently disk temperatureTp) and TFC power (Pr) will change. Therefore,
Eqg. (4.1) leads to

E= e(To;Pr)  £(Pr)= E(To;Pr): (4.2)

It is to be noticed that [ is a function of only the TFC power Pr), because { represents
the ECS temperature rise solely caused by the TFC heater when there is no laser power, i.e.,
P. =0mW. So t is a function of disk temperature Tp) and TFC power (Pt).

During the experiment, the laser was adjusted initially to a certain power and remained
xed during one set of experiments. For each value of laser power, the voltage of the TFC
heater was controlled as a ramp function. The AE signal was monitored to detect the
head-disk contact [70, 71]. In this way the ECS resistanc&§) was acquired.

When the laser is turned o, the ECS is only heated by the TFC heater and{ can be
acquired. When the laser is at non-zero power, ther: can be acquired. £ can then be
calculated accordingly by Eq. (4.2).

4.5 Result and Discussion

The ECS temperature increase €) is plotted versus the TFC power P1) in Fig. 4.4 for
di erent xed values of the laser power P.), where the laser power was set to 0mW and
75 to 400 mW. The corresponding value of the disk temperaturd{) is indicated at the
end of each curve. The curve with the dashed line corresponds to laser poRer= 0 mW,
representing the TFC-heating-induced ECS temperature increasel(Pr)), which is called
the TFC-heating curve. The other curves represent the total ECS temperature increases
( e(Tp;Pr)), which are called back-heating curves. In Fig. 4.4, each curve has a start and
an end. The curve starts when the head is at the passive ying status or initial state. It is
marked by "o', at which point Pt = 0mW. The curve ends when head-disk contact occurs.
The corresponding TFC power is the TDP. This is marked by "X'. It can be seen that TDP
decreases as the disk temperature increases. This is because the laser heating causes a local
thermal bump on the disk at the position of the slider. The disk bump acts similarly to the
TFC-induced slider protrusion to reduce the y height, which lowers the initial passive FH,
resulting in the decrease of TDP.

t can be calculated according to Eq. (4.2), by subtracting the TFC-heating curve from
the back-heating curves. Also, the back-o method [56] is used to calculate FH. FH =0nm
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Figure 4.4: The total ECS temperature increase as a function of the TFC power at xed
laser powers. Each curve represents a certain laser power or equivalently disk temperature
as indicated at the end of each curve.
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Figure 4.5: The laser-heating-induced ECS temperature increase as a function of the TFC
power at xed laser powers. Each curve represents a certain laser power or equivalently disk
temperature as indicated at the end of each curve. These curves are the results of subtraction
from Fig. 4.4. dyp means the FH.

when the TDP is reached and increases by.l0nm per 1 mW decrease of the TFC power.
Fig. 4.5 shows the results of the data processing. Notice that is plotted in reverse order,
being shown as a function of FH, at each xed value of disk temperature.

In Fig. 4.6, several points of each curve are extracted from Fig. 4.5 and plotted with
respect to disk temperature increasep. These points include the contact points and points
with FH =1nm, 2nm and 3nm. It is clear that the ¢ values at these three states are
proportional to p.
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Figure 4.6: The laser-heating-induced ECS temperature increase as a function of the disk
temperature. Each curve represents a certain FH.

The head-disk temperature rise ratio () is de ned as

L

= £ (4.3)
D

Therefore, with linear regressions,o, 1, 2 and 3 are 0308, 0292, 0280 and 0269 respec-
tively, where  stands for with FH = xnm. The reasonof > 1> ,> j;is because a
smaller gap between the head and the disk produces a larger heat transfer coe cient, causing
more heat to be transferred from the disk back to the head.

The disk temperature in the experiment was restricted to the range of 298 to 553 K.
However, the operating temperature in a HAMR system is 750K. Since there is no

explicit non-linear e ect in the system, linearity can be assumed for extrapolation based on
Eqg. (4.3).
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Figure 4.7. The prediction of the ECS temperature when the disk reaches Curie Tempera-
ture. dyp means the FH.

If p = 452K is substituted into to Eq. (4.3), we can conclude that if the free space
laser were to heat the disk to its Curie Temperature, the corresponding temperature rise
on the ECS would be 139K, 132K, 127K and 122K when FH = Onm, 1 nm, 2nm and
3nm respectively, as shown in Fig. 4.7 as the dash line. This is considered a high back-
heating temperature [72]. Clearly the temperature increase is a function of the gap distance
between the head and the disk. This implies that the heat transfer is a strong function
of the gap. Recent results in thermal modeling in references [56, 61, 60, 59] show such
a dependence. More modeling still needs to be done for the head-disk interface to get a
better prediction of NFT back-heating, but this experiment indicates that back-heating is
signi cant for nanoscale gaps when the disk is at the Curie Temperature in HAMR systems.
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4.6 Summary

In this chapter, a nanoscale heat transfer experiment is reported based on the current HDD
design. The key to the study relies on the gap between the head and the disk being in the
scale of 1 to 10nm. The study shows that the temperature increase of the heated slider
surface is a linear function the temperature rise of the heated disk surface. It also shows
that the protrusion on the disk signi cantly decreases the passive ying height. This study
is an indicator of the strength of the heat transfer in a nanoscale gap.
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Chapter 5

Investigation of the ECS self heating

5.1 Introduction

In Chapter 4, a recording head with an ECS and a TFC heater, a free space laser and a
one-sided disk were used to perform the back-heating experiment. The ECS resistance was
measured and converted to the temperature rise based on the calibration as described in
Section 4.3. Since the ECS is very sensitive to electrostatic charggg is usually measured

by a voltmeter-ammeter method, where a constant current biad £) is applied through the
ECS, the voltage of the ECS VYe) is measured and the resistanc®g is calculated using
Ohm's law,

Re = Ve=Ig (5.1)

Then the temperature increase of the ECS £ = Tg Tp) is calculated based on Eq.
(2.2). However, since the ECS is also a resistor, applying a bias current through it causes
an additional Joule heating, which is sensed by the ECS itself. This is called the ECS self
heating. The ECS self heating was neglected in Chapter 4, since the bias current was very low
in that case. However, if the bias current is purposely set high, then the ECS becomes a heat
source. In this way, even when the disk is not heated by the laser, the temperature di erence
between the two surfaces is created, and the nanoscale heat transfer can be investigated.

In this chapter, the ECS self heating e ect is investigated experimentally [73, 74]. Similar
to Chapter 4, the recording head with an ECS and a TFC heater ies on a rotating disk.
However, here no free space laser is involved. The TFC heater is used to control the gap's
distance and the ECS is used to sense the temperature on the head. Dierent ECS current
biases were used to create the ECS heating scenario. This experiment can help understand
the heat transfer dependence on the head-disk spacing.

The rest of this chapter is organized as follows. Section 5.2 discusses the basic principle
of the system. Section 5.3 discusses the ECS self-heating e ect when it is the sole heat
source. Section 5.4 introduces the ECS-TFC heating experiment. A comparison between
this experiment and another static experiment is also discussed. The chapter is summarized
in Section 5.5.
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Figure 5.1. A schematic diagram of the TFC heater and the ECS in the slider. The heater
is embedded inside the slider while the ECS is on the surface of the slider. Powering on the
TFC heater leads to the protrusion of the slider, lowers the y height. It also heats the local
region. Schematic not to scale.

5.2 System Setup

The CML-HAMR stage was used for the experiment. The disks were of the 2.5-inch format
with glass substrate. The head with the TFC heater and the ECS was ying on the disk.
The AE sensor was used for head-disk contact detection.

Since no laser was involved, the only two heat sources were the TFC heater and the ECS.
As a result, g is a combination of the TFC heating and the ECS self heating. Since there
are no explicit nonlinear factors, this is expressed as:

E= £+ ¢ (5.2)

where E is the ECS temperature increase due to ECS self heating anl is the ECS tem-
perature increase due to TFC heating. A schematic of the heating e ect is shown in Fig. 5.1.
It is important to separate the two heat sources. Therefore, two series of experiments were
designed, the ECS self heating experiment and the ECS-TFC combined heating experiment.
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5.3 ECS Self-heating Experiment

When the TFC power (Pr) is set to zero, the head ies on the disk passively. In this case,
the ECS is only self heated, ande = E. Therefore, by changind ¢ and measuring g, the
temperature increase of the ECS due to ECS self heating can be obtained. In the experiment,
le was selected as:BmA, 1 mA, 1.5mA and 2mA. The correspondingRg was measured
and converted to g according to Eq. (2.2). Then the electric power supplied to the ECS
(Pe) was calculated based on Joule's Law,

Pe = 1ZRe: (5.3)

The relation between ¢ and Pe when the head ies passively is shown in Fig. 5.2. It
can be seen that ¢ is a linear function of Pg. This is because in the passive-y state,
there is no TFC heating, i.e., the ECS is the only heat source. This leads to a simple linear
heat transfer problem in which the temperature eld is linear with the power density of
the sole heat source. The slope of the curve is de ned as the ECS self heating rate with
the value 2002 K=mW. This agrees with published simulation results [42]. It can also be
seen that ¢ = 4:6K whenlg = 0:5mA (or P = 0:028mW) but ¢ = 124:8K when
le =2mA (or Pg = 0:637 mW). This means that ifl ¢ is su ciently low E is minimal and
can be neglected, while that is not the case Ifz is too high. It is also to be noticed that
the experiment was done for various disk rotation speeds ) 3000 RPM, 4000 RPM and
5000 RPM. Each data point shown in Fig. 5.2 consists of three points taken at the three
di erent speeds. This means that has no e ect onRg and g when the head is passively
ying. This is because when the head is far enough away (FH 2nm) from the disk, the
heat transfer change across the HDI is so small that it does not a ect.
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Figure 5.2: The dependence of the ECS temperature on the ECS power. The gure shows
that the relation is linear.
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5.4 ECS-TFC Heating Experiment

In the ECS self-heating experiment, the ECS is the sole heat source aridcan be measured.
In the ECS-TFC heating experiment, the TFC heater is turned on as the second heat source.
After the ECS self-heating experiment was completed, the TFC heater was powered on to
adjust the FH. When the head was ying on the disk,Pt was increased from 0 mW in steps
of 0:25mW. The increase ofPr caused the decrease of the FH, in which 1 mW increase
of Pt caused about @l nm decrease of FH. This relation betweeR;: and FH is essentially
linear down to a proximity condition where there is some strong increase in the heat transfer
between the slider and the disk [39, 56]. Head-disk contact happened when FH = 0, which
was detected by the AE sensor. TheP; was reset to zero. As in the ECS self-heating
experiment, three rotation speeds were used here also: 3000 RPM, 4000 RPM and 5000 RPM.
Di erent values of 1 were applied to the ECS, andRg was obtained and converted tog.
Also, the values ofl g were selected from ® mA, 1 mA, 1:5mA and 2 mA.

Fig. 5.3 shows the experimental results. Figs. 5.3(a)(b)(c) show the AE sensor signal
versus TFC power P+, for! of 5000 RPM, 4000 RPM and 3000 RPM, respectively. Each plot
consists of four curves, representing experiments with = 0:5mA, 1 mA, 5mA and 2 mA.

It can be seen from the gures that the AE signal remains constant initially a®; increases.

In this regime, the slider is actively ying on the disk without making contact. Then at a
certain power, the AE signal suddenly rises. This is when the slider starts to make contact
with the highest asperities of the disk. AsPr continues to increase, the contact becomes
more intense, and the mode shape of the slider's vibration may also change [70]. Then the
AE signal reaches a peak value before it starts to decrease. This peak is de ned here as the
contact point where FH = 0. It can also be seen that wheh is xed, the AE signal curves

at di erent |Ig have similar shapes. This means that the thermal deformation caused by the
ECS heating is minimal and does not a ect the slider's y-height [75, 42].

Figs. 5.3(d)(e)(f) show the total ECS temperature increaseg, vs Pr. The organization
of the gures is the same as those for the AE signal. The vertical dashed lines in each gure
represent the power for the contact point. It can be seen from the gures that the curves
start from P = 0 and the values of g at the starting points are approximately equal to the
values in Fig. 5.2. At these points, there is only ECS self heating. A% increases, the ECS
temperatures increase as a result of increasing TFC heating. The curves end when head-disk
contact occurs. From the curves with g = 0:5mA, it can be seen that the portion due to
the ECS self heating is small compared with TFC heating. As a result, the ECS self heating
e ect is usually neglected when g is low [41]. And so these curves can be considered as
a result of TFC heating only, called TFC heating curves. However, the ECS heating e ect
cannot be neglected whehg 1 mA. It can be seen that when g 1 mA, the ECS self
heating is at least 50% of g¢. Therefore, g is inuenced by both TFC heating and ECS
self heating. These curves are called ECS-TFC heating curves. It can also be seen that the
curves in each plot are almost parallel to each other. However, the curves di er when the
head and the disk are close to the contact point. Whehg = 0:5mA, the curve tends to
rise with Pt near the contact point; but whenlg 1 mA, the curves tend to drop near the
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Figure 5.3: (@), (b) and (c) show the AE sensor signal versus the TFC power at di erent
ECS currents and disk rotating speeds. The ECS temperature increases as the TFC power
increases at dierent ECS currents and disk rotating speeds. (d), (e) and (f) show the
temperature increase of the ECS versus the TFC power of the corresponding experiments.
(9), (h) and (i) show the temperature increase of the ECS due to the self ECS heating e ect.
10 mW of TFC power increase is equivalent to about 1 nm decrease of head-disk spacing.
The legend is the same for all gures, as shown in the upper right corner.
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contact point.

In order to study the e ect of ECS heating, the TFC heating only curves (curves with
le = 0:5mA) are subtracted from the ECS-TFC heating curves (curves withg 1 mA),
according to Eqg. (5.2). The result of the subtraction is the ECS temperature increase due
to ECS heating, E, as shown in Figs. 5.3(g)(h)(i). In these gures, only £ with Iz 1 mA
are left. It can be seen that E remains constant initially asPr increases. However,E starts
to decrease when the head-disk spacing is within 1 nm. This means that when BHL nm,
there is not much change in the total heat transfer between the ECS and disk. This agrees
with the passive- y experiment. However, when FH< 1 nm, the heat transfer is much more
signi cant.

If ! andlg are xed, the heat generated by the ECS and transformed to the disk due to
its rotation remains unchanged. As a result, the heat ow across the HDI can be assumed
to be constant and the FH is the only factor that is changed. Therefore, the change i
indicates the change of the heat transfer across the HDI. To exclude the e ect of di erent
ECS power, we normalize £ by

= £, (5.4)

mm
e

where E is E at the point Py = 0. Fig. 5.4 shows the averagét for di erent bias with
respect to FH, where FH is obtained fromP; by the known relationship between them.

It can be seen from the gure that as the slider approaches the disl?E decreases slowly
initially. When FH < 1nm, "E starts to decrease rapidly. The decrease % is an indication
that the heat transfer across HDI becomes stronger. This is a clear indication that the model
for calculating heat transfer across the gap should predict a strong dependence on the width
of the gap, especially when FHK 1 nm. As AE decreases more, the correlation between the
heat transfer and the gap becomes stronger.

Recent results of thermal modeling in Refs [61, 60, 59] show such a strong dependence.
It is also noticed that the rate of decrease is di erent at di erent! . "E decreases more with
lower FH as! is higher. This is because when the disk rotation speed is higher, more heat
dissipates from the rotating disk, resulting in cooler head temperature.

Although the experiment was done using PMR heads and disks, the heat transfer mech-
anism across the HDI remains the same whether the setup uses PMR or HAMR heads
and disks. Therefore, the results obtained in the experiment can be directly used to check
di erent heat transfer models for HAMR.

It is interesting to compare the results obtained here on rotating disks and ying heads
with the experiment reported in Ref. [76]. There, a slider sat on a stationary disk. The
position of the slider was adjusted such that the initial distance between the ECS (called TS
in that reference) and the disk was 10 to 12nm. Then the TFC heater (called TA in that
reference) was powered on and the temperature of the ECS was measured. The experiment
showed that the ECS temperature rst increased and then dropped sharply as the TFC
power increased. The drop is much steeper there than the result shown in Fig. 5.4. The
initial impression might be that the result of this paper and the reference are contradictory.
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Figure 5.4: The average normalized ECS temperature increase due to self heating versus
the head-disk spacing at di erent disk rotation speedsd,p is the FH.

However, it should be noted that the two experiments are under quite di erent scenarios.
A detailed comparison of the two experiments is shown in Table 5.1. In our experiment,
the head and the disk were in relative motion. Therefore the heat transfer coe cient when

the TFC power is zero is much larger than that in Ref. [76], in which the head and the

disk were stationary relatively. As a result, when the slider approaches the disk, the heat
transfer across the HDI increases by 1000 times in Ref. [76]. However, in our case, the
heat transfer only increases by 10 times. That is the reason why the ECS temperature

drops steeper in the reference compared with our experiment.
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This paper

Ref. [76]

Experimental Setup

Slider ies on rotating disk

Slider sits on stationary disk

Convection Models

Air bearing cooling

Free air convection

Radiation and Conduction
Models

Models from Refs. [59, 60, 61]

Convective coe cient [77]
[W=(m?K)]

10

< 100

Conductive and Radiative
coe cient [78] [W =(m? K)]

10° (FH = 10 nm),

10° (FH =0:5nm)

Total coe cient at FH = 10° 10°
10 nm [W=(m? K)]

Total coe cient at FH = 10° 10°
0:5nm [W=(m?K)]

Total coe cient increase < 10 10°
from FH =10 nm to 0:5nm

Table 5.1: The comparison between experiment in this paper and in Ref. [76].

5.5 Summary

In this chapter, the ECS self-heating experiment and the ECS-TFC heating experiment were
performed to understand the heat transfer change with head-disk spacing change. The study
shows that the ECS has a strong self heating e ect when it is used with high current bias,
and the heating e ect is linear with the power of the ECS. It is also shown that the ECS
temperature increase due to the self heating decreases with the head-disk spacing. This
study indicates that the heat transfer across the HDI is a strong function of the head-disk

spacing. The di erence between this and a prior experiment is also discussed.
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Chapter 6
Head Disk Interaction in HAMR

6.1 Introduction

In HAMR, the magnetic material on the disk is heated to near its Curie temperature
( 450 C) momentarily (  10ns) by the LPDS. As discussed in Section 2.3, the coupling
e ciency of the LPDS is 5%, even neglecting manufacturing tolerances. This means that
the majority of the laser power remains in the head and converts to heat. This can cause
unwanted thermal expansion in the head and FH change, the e ect of which is similar to the
mechanism of the TFC heating. Additionally, since the media is at a very high temperature
and the COC and lubricant layers are adjacent to the magnetic layer, material transfer from
disk to slider and thermal degradation unavoidably happens. It is been reported that solid
contamination appears at the location of the NFT after the head ies on the disk for a short
while with laser heating [35, 36]. This contamination can block the optical path from the
head to the media, which further reduces the coupling e ciency. It also causes problems
such as overheating of the NFT and insu cient heating of the media. Therefore, it is im-
portant to understand the mechanism of the contamination formation and the severeness of
the thermal expansion of the head caused by the laser heating.

The waveguide heads were provided to CML by the HDD industry for the experiments.
The waveguide head does not have the NFTs attached to the end of the waveguide. The size
of the laser beam coming out of the waveguide is500 nm. It is noted that since there is no
NFT, more EM waves can pass through the HDI and reach the media. It is estimated that
10% of the total laser power can reach the outlet of the waveguide head [79]. But similar to
the NFT case, the majority of the power still stays in the head.

Three di erent experiments were designed to study the head's performance due to the
laser heating. In Section 6.2, the head's thermal protrusion caused by the laser heating is
investigated. The head's dynamic change caused by the laser heating is reported in Section
6.3. In Section 6.4, the accumulation of solid contamination on the head is studied. Section
6.5 concludes the chapter.
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6.2 Head Protrusion due to Laser Heating

The waveguide head's thermal protrusion caused by the laser heating was investigated on
the CML-HAMR stage using a PMR disk. This disk was of the 2.5-inch format with glass
substrate. The head has the LD, the waveguide and the TFC heater. The disk rotating
speed was set to 5400 RPM. The AE sensor was used for head-disk contact detection.

In order to quantify the head's protrusion due to the laser heating, the TFC TD experi-
ments with di erent laser currents were performed, similar to what is described in Sections
4.4 and 5.4. For each TD process, the laser current is kept at a constant value. When the
head was ying on the disk, the TFC power increased from 0 mW in steps ofZb mW. The
increase of the TFC power for every 1 mW causes a decrease of the FH:di@n. This rela-
tion between the TFC power and the FH is essentially linear down to a proximity condition
where there is some strong increase in the heat transfer between the slider and the disk [39,
56]. Head-disk contact occurs when the FH reaches zero, which was detected by the AE
sensor. Then the TFC power was reset to zero. The AE root-mean-squared (RMS) signal
was recorded during the process. The TFC TD processes were repeated for di erent laser
currents. A head cleaning process, i.e., ying the head in proximity to the disk for a short
time [80], was performed between each two TFC TD experiments to ensure any potential
accumulation on the head was removed. The laser current was set to zero for the rst pro-
cess and increased for the following processes until it reached the maximum current, 59 mA.
Additionally, between any two laser-on tests, one process with the laser o is performed.
This was to ensure that the head's dynamics did not change during the experiment.

Fig. 6.1 shows the AE RMS signal vs. the TFC power for di erent laser currents. Fig.
6.1(a) shows the laser-on TD processes, while Fig. 6.1(b) shows the laser-o processes as
references. Fig. 6.2 is a zoomed-in view of Fig. 6.1. In Figs. 6.1(a) and 6.2(a), it can be
seen that the AE RMS signal remains almost constant as the TFC power increases initially.
However, it suddenly increases at a certain TFC power, indicating a head-disk contact. The
TFC power at this point is the TDP. It can be seen that when the laser current is zero,
the TDP is 159 mW, which is the maximum TDP for all the laser current settings. As the
laser current increases from zero to 59mA, the TDP decreases. This is because the laser
heating causes additional thermal expansion, i.e., the slider thermal expansion is caused by
both TFC heating and laser heating. As a result, the TDP decreases as the laser current
increases. In Figs. 6.1(b) and 6.2(b), it can be seen that all curves overlap each other. It
indicates that the head's dynamics did not change throughout the entire experiment.

The TDP change caused by the laser heating is calculated by subtracting the laser-on
TDP from the reference TDP. The relation between the TDP change and the laser current is
shown in Fig. 6.3. A series of ve experiments was performed. It is seen from the gure that
the TDP change is almost linear with the laser current. When the laser current is at 59 mA,
the TDP change is 19 mW. It can be calculated that the TDP-change-laser-current-ratio is
0:3 mW=mA using the linear regression with zero intercept.

During HAMR operation, it is important to take the laser-induced protrusion into con-
sideration when the TFC heater is active. Since the laser heating causes the additional

65



CHAPTER 6. HEAD DISK INTERACTION IN HAMR

Figure 6.1: The AE RMS signal vs. the TFC power at di erent laser currents. (a) shows
the cases where the laser is on and the laser current ranges from 0 mA to 59 mA. (b) shows
the reference cases where the laser is 0 to ensure repeatability.

Figure 6.2: The zoomed-in version of Figs. 6.1 (a)(b)
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Figure 6.3: The TDP change due to the laser heating.

protrusion, the TFC power needs to be reduced accordingly in order to achieve the desired
FH and avoid undesirable head-disk contact.

6.3 The Accumulation of Contamination on the Head

It is been reported that solid contamination appears at the location of the NFT after the
head ies on the disk for a while with laser heating [35, 36]. However, the rate at which the
contamination forms and how it changes the dynamics of the head is still unreported. By
monitoring the AE raw signal change during the heating of the waveguide head, the slow
change of the head dynamics can be studied.

In the rst part of the experiment, the head ies on the disk at zero TFC power and
a constant laser current for a certain amount of time. This is called a FH process. After
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the FH process, three repeats of the TFC TD processes were performed in order to clean
the head's contamination during which the AE RMS signal was recorded. Di erent laser
currents and laser-on durations were selected during di erent runs.

Fig. 6.4 shows the AE RMS signal vs the TFC power during the contamination and
clean up stages. Di erent sub gures indicate di erent constant laser heating processes with
di erent laser currents and laser-on durations, which are indicated on the titles of the sub-
plots. Fig. 6.4(a) shows the TD before any laser heating. The AE RMS curve is normal: it
remains almost constant before the TD and the value suddenly rises when the TD happens.
However, in Figs. 6.4(b)-(h), it can be seen that the rst TFC TD process is abnormal.
Before the TDs, the AE RMS curves all have bulge shapes. This indicates that head-disk
interaction occurs before TD happens, due to the head's contamination. The second and
the third TFC TD processes are normal. This means the contamination is cleaned o with
one TD process. It can also be seen that the bulge shape in Fig. 6.4(d) is minimal, which is
the case of laser current of 49 mA and the duration of 100 ms. However, Figs. 6.4(e)(f)(9),
which have the same laser current but much longer heating duration, show much larger bulge
shapes. This means that more contamination forms on the head with longer times of laser
heating, causing stronger head-disk interaction. By comparing Fig. 6.4(b) and Fig. 6.4(qg),
it can be seen that with higher laser current, the formation of the contamination is also more
severe.

In the second part of the experiment, the head ies on the disk passively. The laser is
turned on for 30s every 20 min. The laser current is set at 58 mA. The 30s laser-on period
is also a constant laser heating process, during which the AE raw signal is monitored at
the sampling rate of 1 MSs. The TFC TD process is performed between two constant laser
heating processes to ensure the head's accumulation is removed. The entire experiment runs
for 16 h. The AE raw signal change during the entire experiment is analyzed to study the
long-term change of the head dynamics.

Fig. 6.5 shows the AE raw signal during the constant laser heating processes at Oh, 6 h,
12h and 16 h. It can be seen that at O h, the AE raw signal remains almost constant over the
30s-laser-on period. This indicates that the system dynamics does not change during this
time. However, starting at 6 h, it can be seen that the magnitude of the AE raw signal starts
to increase at around 22 s, indicating the dynamics change of the system. This phenomenon
continues to show increases at 12h and 16 h.

This change can be seen more clearly when the AE signal is transformed by the STFT.
The STFT has a window size of 30 ms and overlap of 15ms. The spectrograms of the AE
signals are shown in Figs. 6.6. It can be seen in the gures that the resonance of the head
is mainly around 100kHz. This is usually the rst pitch mode of the slider. It can also
be seen that the magnitude of the resonance at 100 kHz increases during the constant laser
heating process at the times 6h, 12h and 16 h. This indicates that the interactions between
the head and disk increase during this process. This is evidently due to the contamination
formed on the head during laser heating. The contamination increases in size as the laser
heating continues and nally starts to contact with the disk, causing head-disk interaction.
Such an interaction leads to the vibration of the head. The vibration then propagates to
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Figure 6.4. The AE RMS signal vs the TFC power during the cleaning processes after the
constant laser heating. The constant laser heating conditions in each gure are shown on
the gures' titles.
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Figure 6.5: The AE raw signal over the 30 s-laser-on period at four di erent time stamps:
Oh, 6h, 12h and 16 h.

Figure 6.6: The STFT of the AE signal over the 30 s-laser-on period at four di erent time
stamps: Oh, 6h, 12h and 16 h.
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the AE sensor, causing AE signal magni cation. Also it is seen that in the longer term
(from Oh to 16 h), the magnitude of the resonance at 100 kHz increases. This indicates that
the contamination formation rate increases with time. The faster formation results in a
larger amount of contamination over the same period of time, causing more severe head-disk
interaction.

6.4 Accumulation on the Head during Contact

When the head ies on the disk with zero TFC power, the FH is a few nanometers. It takes
a certain amount of time for the contamination to build up on the head and Il the gap, as
shown in Section 6.3. However, during the writing process, the TFC heater is usually on
such that the writing eld from the writer can be e ciently delivered to the media. Since
the FH is low, the gap is lled quicker, which can a ect the head's behavior more severely.
Therefore, it is important to test the case where the head ies in proximity to the disk.

In this part of the experiment, the head remains ying on the disk at zero FH. This is
controlled by the TFC heater and the AE sensor. A predetermined touchdown threshold is
set on the AE RMS signal. If the detected AE RMS signal is below the threshold, it means
that the head and the disk are not in contact yet. Then the TFC power keeps increasing.
Once the detected AE RMS signal is above the threshold, the TFC power decreases until
the AE RMS signal is below the threshold again. This procedure is repeated. Therefore, the
AE RMS signal uctuates around the threshold line and the head is just in proximity to the
disk, and the TFC power is the TDP. While the head maintains zero FH, the laser is turned
on and o periodically. The accumulation forms and the head protrudes when the laser is
on, so the TDP drops. When the laser is 0, the accumulation is cleaned o and the TDP
recovers. With this method, the determination of how the TDP changes with the head's
ying time can be studied. New heads without previous ying are used in the experiment.

Fig. 6.7 shows the TDPs at di erent laser currents (O mA, 20mA, 35mA and 49 mA)
with respect to time and Fig. 6.8 shows the TDP decrease compared with zero laser current.
It can be seen from Fig. 6.7 that the TDPs uctuate for the rst 4 h, then the uctuation
decreases and the TDP is almost constant. Especially for the case at zero laser current, the
TDP decreases over time. This can be because the contamination accumulated on the head
is not cleaned o well, or the material is left on the disk. Both can cause TDP drop. It
can also be seen from Fig. 6.8 that the TDP change tend to decrease over time. This is
likely due to the decrease of new contamination formed on the head. It can be seen from
both gures that the TDP stabilizes at around 4 h. This could mean that the contamination
stops further formation. It is noted that the TDP decrease after the stabilization matches
the result in Section 6.2.

The topography of the waveguide area on the slider surface was measured by the AFM
before and after the experiment. The measurements are shown in Figs. 6.9, 6.10, 6.11 and
6.12. It is noted that the same head was measured before and after ying. This head is
called Head #1. Figs. 6.9 and 6.10 show the measurement results before ying and Figs.
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Figure 6.7: Touchdown power vs. time during the constant laser heating process for di erent
laser currents: 0 mA, 20mA, 35mA and 49 mA.
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Figure 6.8: Touchdown power decrease vs. time during the constant laser heating process
for di erent laser currents: 20 mA, 35mA and 49 mA.
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6.11 and 6.12 show them afterwards. Figs. 6.10 and 6.12 are the zoomed-in versions of Figs.
6.9 and 6.11, respectively. It can be seen in Figs. 6.9 and 6.10 that the head is somewhat
dirty possibly due to its contamination during the head handling. However, as shown in
Figs. 6.11 and 6.12, the pattern of the contamination formed on the head is totally di erent
from what's shown in Figs 6.9 and 6.10. Some round-shaped patterns are formed on the
surface, with the size of 2um and the height of 1nm. The material of the pattern needs
further investigation. As seen in Fig. 6.12, the contamination forms in the center of the
waveguide, with the size of 220nm and the height of 5:7nm. This is similar to what is
shown in Ref. [36]. The contamination can block the optical pathway from the waveguide
to the media, resulting in inadequate heating of the media and the overheating of the head.

To verify that the contamination was formed due to the laser heating, another head,
called Head #2, was also used under the same experimental procedure except that the laser
was turned o during ying. The AFM measurements before and after ying are shown in
Figs. 6.13, 6.14, 6.15 and 6.16. Figs. 6.13 and 6.14 show the measurement results before
ying, and Figs. 6.15 and 6.16 show them afterwards. Figs. 6.14 and 6.16 are the zoomed-in
versions of Figs. 6.13 and 6.15, respectively. It can be seen in Figs. 6.13 and 6.14 that the
head is clean before ying. From Fig. 6.15, it can be seen that no round-shaped patterns
are found on the ABS after ying without laser heating. As seen in Fig. 6.16, the area of
the waveguide has no sign of solid contamination, except some debris due to the head-disk
contact.

As a conclusion, the contamination formed on the head's surface is largely caused by the
laser heating. With the head ying on the disk with the laser on, the contamination forms
on both the head's surface and the location of the waveguide. The contamination on the
head's surface results in the TDP decrease. Undesirable head-disk contact can happen due
this decrease. The contamination formed at the waveguide can block the optical pathway,
resulting in underheating of the media and the overheating of the head.

74



CHAPTER 6. HEAD DISK INTERACTION IN HAMR

Figure 6.9: The AFM image of Head #1's ABS before ying.

Figure 6.10: A zoom-in of Fig. 6.9
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Figure 6.11: The AFM image of Head #1's ABS after ying.

Figure 6.12: A zoom-in of Fig. 6.11
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Figure 6.13: The AFM image of Head #2's ABS before ying.

Figure 6.14. A zoom-in of Fig. 6.13
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